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INTRODUCT I ON

Abstract

1~he pe rmeabi l ities and time lag. have been dete rmined in mach i ne cast

pol yacry l on i tr . fi lms for he lium , neon , argon , krypton , oxy gen , nitrogen

and carbon dioxide . Removing the last traces of residua l so l vent caused a

sli ght reduction in the va l ues , but the activation energies were unchanged .

Separate high pressure sorption measurements showed tha t dua l mode sorption

was taking p lace .

The permeabi li ties were rema rkabl y 1~~~. The ratios of the permeab~ lities

of helium to the othe r gases is remarkabl y h ig h. Th i s , coup led with the rathe r

low activation energ ies , suggests tha t one important reason for the excel lent

barrier properties of po l yacry l onitri le is the very small size of the

fluctuating free vo l ume elements in this pol ymer.
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I NTRODUCT ION

Polyacrylonitri le (PAN ) film , under normal service conditions as a

gas barrier , probably exhibits the l owest permeability to gases of any

hydrophobic polymer) Highly hydrogen bonded hydro phil lic polymers such

as polyvinyl alcohol and regenerated cellu 1 ose have even better barrier

properties when bone dry,but deteriorate rapidly, in this respect1at

elevated humidity . The permeability of polyacrylonitrile to gases , however ,

increases only by 10-20% at high humidities ,although PAN is very polar and

the nitrile groups offer hydrogen bonding sites for strong interaction with

water. Some comparative permeability values for oxygen , carbon dioxide ,

and water vapor in a number of different polymers are presented in Table I.

The nighly polar nature of PAN does , however , lead to high water sorption

and water vapor permeability . This limits its potential app lication as a

high barrier packaging film )although high acrylonitrile copolymers have

been successfully developed for plastic carbonated beverage bottles)’2

The reasons for the extremely low gas permeabilities are not clear.

Certainly , the combination of hi gh cohesive energy density and chain stiffness

is a contributor to the observed barrier properties . In addition , although

the detailed description of the morphology of polyacrylonitrile fi lms is

still controversial , it does have a highly ordered quasi-crystalline structure

whjcri , undoubtedly, further adds to the barrier properties of PAN,but con-

founds a simplistic interpretation of structure-property relationships .

—~~ — ._L_ __— _——-~~~.. -—-— . _~~~~~.~ ~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~
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The very low gas permeabi lities and diffusivities make gas transport

studies extremely difficult and time consuming . Wi th carbon dioxide , for

example , time lags of more than two days can be encountered for 0.5 mu

films . This paper will present what is bel i eved to be the first com-

prehensive and reliabl e data on gas transport in pure polyacrylonitrile

films. Hopefully, this work , together with a systematic investigation of

acry lonitrile copolymers including high pressure sorption studies ,which

are currently in progress , will contribute to the understanding of the

rather  u n i q u e  barr ier  properties of these materials.

EXPERIMENTAL

Initial attempts to cast films without orientation , even from high

molecular weight PAN , resulted in fragile films ,in which pinholes were

easily formed, and this approach was discarded . The polyacry lonitrile (PAN)

films used were 0.5 m ils thick and were li ghtly oriented machine made

solvent cast films , kindly suppl i ed by the Sohio Co., Cl eveland , Ohio.

The films were known to contain 2-3% of tenaciously held residual

solvent. It was found , following a lead by Carr et al. 3, that the solvent

could be effectively removed from the Sohio films by boiling in distilled

water for ten hours . This treatment resulted in a systematic reduction of
by

only 20~ in the permeability constants~ but the time lags increased/a factor

of two . The temperature dependencies of the permeabi lities and time lags

were identical for both the extracted and original films . Since the PAN

films were glassy , the time lags are not simply related to the diffu sivities.

Unequivocal determination of diffusiv ities were 1therefore~ not available and

since the differences in the pernieabilities between the unextracted and ex-

4.
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tracted films were modest, unextracted films were used for the bulk of

the measurements reported in this paper.

The gases used were all at least 99.9% pure and were obtained from

the Matheson Company (02, Ar , and Kr) and the Air Products Company , (He, Ne ,

N2, and C02).

The permeabilities and time lags were measured,using the Barrer high

vacuum technique 4’5. Two separate installations , each with two permeability

celis ,were used . The downstream pressures were monitored for three cells

with an MKS Baratron capacitance type pressure transducer. the fourth cel l

was monitored with a McLeud Gage.

m e  cells used were somewhat different from those employed previousl y.

The new design , which proved quite satisfactory , is illustrated in Figure 1

The membranes were supDorted by force fitted sir.tered stainless steel discs. 6

The cells were heated and cooled by circulating a suitabl e heat transfer

flu id through narrow channel s in the top and bottom sections. The cells

were insulated by substantial asbestos jackets . Temperatures were insulated

by substantial asbestos jackets . Temperatures were continuously monitored

by a thermocouple ,embedded in the cel l bl ock close to the vacuum chamber.

The cells were sealed to the glass vacuum system with standard kovar

seals and fl exibl e metal bellows ’ this made the membrane repl acement very

simple , requiring only that the upstream glass connection be broken and

resealed

RESULTS AND DISCUSSION

Permeabi lities

The permeability constants for He, Ne, Ar , Kr , N2, 02 and CO2 are

presented in the form of Arrhenius plots in Figures 2 and 3. Most of the

— — ~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~
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measurements were made in the temperature range 25°C-70°C, which is below

the glass temperature of the PAN . In the case of argon , however , measure-

ments were continued up to 135°C. A break in the Arrhenius plot for Argon

is apparent at 72°C; presumably the glass transition temperature . Dilato-

metry measurements 7 made on similar film sampl es suggested a glass temperature

of 70°C. These values are close to those reported in the literature for

the Tg for PAN8.

Included in Figure 2 are the permeability data of Nakagawa et al 9

for He , Ne and Ar in a 93:7 acrylonitrile-vinyl acetate film. In the case

of Ne and Ar , as would be expected , the permeabilities are somewhat hi gher

for the more disordered copolymer film. In the case of hel i um , however , the

values are sl ightly l ower for the copolymer . The hel i um permeability in PAN

will be discussed later in this paper . The Arrhenius plots, describing the

temperature dependence of the permeability for the copolymer
1 

show a clear

break at 96°C. Dilatometry measurements 7 with similar copolymer films showed

two glass transitions at 70°C and 137°C. The reasons for the difference be-

tween the temperatures of the apparent transitions , suggested by the permeabil-

ity and dilatometry measurement for the copo1ymer~ is not clear. One possib’ le

explanation could be that the films used by Nakagawa for the permeability

measurements contained residual solvent and , therefore, both transitions were

• reduced . This plasticization could easily reduce the upper temperature to

96°C and reduce the l ower transition temperature (observed by dilatormetry )

below 60°C wnich was the l owest experimental temperature .

The permeability values obtained by Salame1 for 02 and CO2 in similar

films are also included in Figure 2. These permeabilities are about a
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factor of two lower than those obtained in the present work . The agreement

is reasonable
1 
since different films were used and the experimental require-

ments were quite demanding since the time lags were abou t 8 hours and 2

days for 02 and CO2. respectively. This would necessitate protracted

measurements to i nsure that the steady state is actually reached .

The activation energ ies for permeation and related pre—exponential

factors are presented in Table III . The activation energies are surprisingly

low for such very low permea b ility f i lms . For example , with polyv i nylidene

chloride , another hi gh barrier polymer , the activation energy is 16 .8 K-cal/

mole for nitrogen compared wi th 10.6 K-cal per mol e for PAN films . Presum-

ably, the low value for PAN is due to the relatively small size of the

segments con tributing to the cooperative motion , in the glassy state ,

involved in trie diffusive transport. Indeed , the permeab ility of argon , the

only gas measured both below and above the glass transition temperature for

PAN , has an activation energy of 10.6 below Tg and 20.1 Kcal/mole above the

glass trans ition temperature . This behavior is rather common and has been

discussed in some detail by Meares 1° and by Stannett 1’ .

Diffus ivities and Solu bi lities

Since PAN is in the glassy state for most of the measurements reported

in this paper , dual mode sorption was suspected . High pressure sorption

measurements , shown in Figure 4 , confirmed that this was indeed the case.

Consequen tly, the diffusivities calculated from the time lag data require

substantial qualification. The treatment of Paul et al 12 ’13 describes a

genera l relationship between the observed time lag and the true value of the

I I
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penetrant diffusiv ity . The Paul model accounts for the so-called dual mode

sorption however , the model does not require that the Langmuirian population

of specie3 is completely immobilized . The resulting relationshi p for the

true diffus ivity offered by Paul , for permeation at asymptotically low

pressures is:
= ~

2(l+K)rue 6T(l + KF)

where Q is the film thickness, T the observed time lag, F is the fraction

of Langmuirian species which are mobile , or alternatively the relative

mobility of these species compared with the species dissolved by normal

Henry ’ s law solution , and K = C~ b
Kd

where Kd is the normal Henry ’s law constant , C~ is the hole saturation constant

and b the hole affinity constant. An excel l ent review of the dual mode

sorption theory has recently been published by Vieth et al .14When all the

Langmuirian species are mobile F=l and the equation reverts to the normal

time lag expression D = 
~
2/6T. Al ternatively ,if the species dissolved in

pre-existing holes are completely immobile F=O and D=~.
2 

‘1 ÷CHb/ 6~~~’ Kd

The permeabilities are in fact pressure independent for such idealized

dual mode sorption
1
i.e . wi th compl ete immobilization . When the species are

• partly mobile , however , the permeability coefficients become pressure depen-

• • dent and ~ = Dkd [1 + ~ )
l + b p

Both high pressure sorption and permeability measurements are necessary

to evaluate F, as shown by Paul et al ’2’’3 and these exDeriments will be

conducted in these la boratories , together with more extensive high pressure

sorption data . However , until this work is compl ete, the diffusion coeffi-

cients have been calculated in the normal way. In any event , the values are 

— .-—-- -• —-~ • • — — -~ -—t •- —• ~~~~~~~~~~~~~~~~ - -• ——-— - - — •  —•-• _ ..__ - -~~~~~~~~
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more familiar than simple time lags and can be compared with other

literature values for glassy polymers . These time lag diffusivities are

shown in the form of Arrheniu s plots in Fi gures 5 and 6; the associated

activation energies are included in Table III, In the case of argon , a

break in the Arrhenius plot at 70°C is apparent. This result is consistent

with the permeability data .

In view of the dual mode sorption , there seems little point in calcu-

lating the solubilities . A discussion of this aspect of the work must be

deferred until the high pressure sorption isotherms are determined .

The permeabilit y of PAN film to helium is unusually hi gh compared

with the permeability of other polymers as shown , for exampl e, in Tabl e IV .

Thus the ratio of the permeabilities to hel i um and oxygen at 25°C is 1770

compared to less than 60 for all the polymers ,where reliable values for

both gases are known as shown in Table IV . This is a most important

observation and indicates that ~~~~~. fluctuating free volume elements responsible

for successful diffusive transport , must be very small in PAN compared with

other polymers .even though the overall free volume could be of similar magnitude.

Wi th copolymerization , the remarkable ratio of permeabili ty to He versus 02

drops dramatically as can be seen from the results of Nakagawa 9 and from other

wo rk~~. Presumably , the extremely small and hence highly selective size of

the zones of diffusion , suggested by the low activa tion energy for permeation,

as wel l as the remarkable permeability ratios1 
results in the unusuall y high

barrier properties of PAN towards most gases . This limited molecular motion

probably derives from the extremely high cohesive energy density of the PAN

which , plus the small size of the nitrile group, in turn , results in rather

wel l developed order in the glassy polymer .
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Thb1t~ 1. The pL rmeal>ility of Va r ious  Polymers to 0xy~en, Water and
Carbon Dioxide at 30°C.

Material P P Ratio P
• 02 CO2 (co 2 /o2) H2

Polyacry lonitrile 0.0003 0.0018 6.0 300

Polymethacry lonitrile 0.0012 0.0032 2.7 410

Lopac (Monsanto Co.)* 0.0035 0.0108 3.1 340

Polyvinyidene Chloride 0.0053 O~O29 5.5 1.0

• Barex (Sohio Co.)* 0.0054 0.061 3.4 660

Polyethylene Tercphthalate 0.035 0.017 4.9 175

Nylon 6 0.038 0.016 3.6 275

Polyvinyl Chloride 0.045 0.016 3.6 275
(unpiast,)

Polyethylene (dens.0.964) 0.40 1.80 4.5 12

Cellulose Acetate 0.80 2.40 3.0 6,800
(unpiast.)

Buty l Rubber 1.30 5.18 4.0 120

Polycarbonate 1.40 8.0 5.7 1,400

Polypropy lene (dens.O.907) 2.20 9.2 4.2 65

Polystyrene 2.63 10.5 3.8 1,200

Polyethylene (dens.922) 6.90 28.0 4.0 90

Neoprene 4.0 25.8 6.5 910

Teflon 4.9 12.7 2,6 33.0

Poly (2 ,6 dimethyl 15.8 75.7 4.8 4,060
penylene oxide)

Natural Rubber 23.3 153 6.6 2,600’

Poly 4,methyl pentene—1 32.3 92,6 2.9 —

Poly dimethyl siloxane 605 3,240 5.3 40,000

*High acrylonitrile copolymers

Units: CCS. (S.T,P/cm
2
/cm/sec/cm. Hg x 10

10

- • siiI~
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Table II. Carbon Dioxide Transport in Polyacrylon i trile Films .

Ori ginal Film Water Extracted Film *

• Temp . T~
’ e

j~j) (cm(STP1cm /sec cm cmHg~) (mm ) (cm (STP)cmjsec cm cmHg) (mm )

70 1 . l Ox 1O~~
2 340 O.89x1O~~

2 690

55 6.36x1O ”
~
3 690 5.04xl0 14 1.410

40 3.5Oxl O~~
3 1.530 2.68x1O~~

3 3.160

*2.7% loss on extraction to constant weight. 

~ - -~~~~~~~~~~ -‘~-— ~~ . ~~~~~~ ~ ,• • • ~~~~~~~~~~~~~~~~~~~~~
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Table III. Gas Transport Parameters for Polyacrylonitrile.

Gas p25°C E~ 025°C Ed

10 12 Kcalsfmole 1O~ 
Kca l s/mole

Hel ium 53.0 5.3 19.1 6.4

Neon 1.67 7.4 9.85 6.6

Ar gon Tg 0.01 10.6 0.0023 11 .0

Ar gon Tg - 20.1 - 13.7

Krypton 0.003 11 .1 0.00023 11.0

Ni trogen 0.016 10.6 0.0021 12.7

Oxygen 0.028 11.9 0.0082 9.7

Carbon Dioxide 0.18 8.1 0.0013 10.8

Un i ts P = ecs .STP/cm 2/cm/cm Hg/sec . D = cm2/sec.

P0 and D0 for Argon above Tg are 0.32 and 4.54xl0
’4 respectively .

• 1~.
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T.ib)c IV . Perm eab ilI ty of Pol yiiu:rs to Oxy 9un •ind H e l i u m  ~t 25°C.

Materia l P02 ~He 
Ratio Hc/02 

— — -- • _ _ — —

Po)yacry lonitri )e 0.0003 0.53 l770

Pol y v i n y l idene Chloride 0.0053 0.31 58.5

Polyethy lene Terephtha late 0.035 1.32 37.7

Ny lon- 6 0.038 0.53 13.2

Pol y v i n y l Chloride 0.045 2.05 45.6

Pol yethy lene 0.964 0.40 1 .14 2.15

Pol yv in y l Acetate 0.50 12.6 25.2

Cel lu lose Acetate 0,80 16.0 20.0

Butadiene-Acry l onitr i le
(61-39) 0.96 6.81 7.1

Pol yeth y l methacry late 1 .28 18.0 14.0

Pol ypropy lene 2.20 38.0 17.3

Pol ystyrene 2.63 18.7 7 .11

Pol yeth y l ene (0.914) 2.90 4.9 1.68

Hydropo (0.894) 11 .3 15.7 1.38

Pol yph e ny lene oxide 15.8 78.1 4.9

Po ly  4-riethy l pentene- l 32.3 101 3.13

Po l y dimethy l siloxane 605 233 0.39

P = ccs STP/cm2/cm/sec/cm . Hg X 10 10

I—
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CAPTIONS FOR FIGURES

• Figure 1 Diffusion Cel l

Figure 2 Temperature dependence of the permeability constants for the

nobe l gases in PAN . ONe , ANe , QAr , DKr

• dotted lines represent data of Nakagawa9.

Figure 3 Temperature dependence of the permeabilit y of the atmospheric

gases in PAN . ACO 2 , 00 2, ON 2. £C02, solvent free

~ results of Sa1ame~ for CO2 and 02 respectively.

Figure 4 Equilibrium sorption isotherms for CO2 in PAN O, polystyreneo,

polycarbonate ô the polystyrene and polycarbonate data are

for the work of Vieth
’
~
4 and Paul 12”1 3 respectively.

Figure 5 Temperature dependence of the diffusion constants (calculated

from the time lags , see text) for the noble gases in PAN

0 He , £.~Ne , OAr , 0 Kr.

• dotted lines represent data of Nakagawa9.

Fi gure 6 Temperature dependence of the diffusion constants (calculated

from the time lags , see text) of the atmospheric gases in PAN

°°2’ ON2, AC02.
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